
Sample Name: NU-LHT-1M 101 300um fraction > 100 pixels

User Name: apps

Date: 11 July 2007 17:49:52

Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None
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SOP Segmentation: None
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Particle Report
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200 µm Scale 1:100
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Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: 400 - 500um, Sorted by HS Circularity, Descending

200 µm Scale 1:100
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Record 20: NU-LHT-1M 101 300um fraction > 100 pixels

Sample Name: NU-LHT-1M 101 300um fraction > 100 pixels

Particles Counted: 2390

User Name: apps

Date: 11 July 2007 17:49:52

Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

Solidity RSD (%): 10.18

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Solidity Minimum: 0.457 Solidity D[n, 0.1]: 0.760

Solidity Maximum: 1.000

Solidity D[n, 0.9]: 0.988

Solidity D[n, 0.5]: 0.931

Solidity STDV: 0.091

Solidity Report - Number Distribution

SOP Optic(s) used: 2.5x

Solidity Mean: 0.897
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Edited: TrueSOP Name: NASA2.5x

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: Unclassified, Sorted by CE Diameter (µm), Descending

2000 µm Scale 1:10
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Edited: TrueSOP Name: NASA2.5x

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: Unclassified, Sorted by Intensity SD, Descending

2000 µm Scale 1:10

52.073 48.953 46.782 46.492 46.241 46.017 45.710 45.380
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Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: Unclassified, Sorted by Intensity Mean, Ascending

2000 µm Scale 1:10

7.099 9.661 9.718 9.727 9.847 10.160 10.223 10.392

10.656 10.662 10.666 10.753 10.817 10.865 10.952 11.005

11.005 11.177 11.243 11.282 11.295 11.405 11.544 11.648

11.648 11.693 11.719 12.124 12.159 12.344 12.398 12.476

12.517 12.625
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Record 20: NU-LHT-1M 101 300um fraction > 100 pixels

Sample Name: NU-LHT-1M 101 300um fraction > 100 pixels

Particles Counted: 2390

User Name: apps

Date: 11 July 2007 17:49:52

Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

HS Circularity RSD (%): 30.819

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

HS Circularity Minimum: 0.108 HS Circularity D[n, 0.1]: 0.345

HS Circularity Maximum: 0.973

HS Circularity D[n, 0.9]: 0.844HS Circularity Mean: 0.618

HS Circularity D[n, 0.5]: 0.666

HS Circularity STDV: 0.191

HS Circularity Report - Number Distribution

SOP Optic(s) used: 2.5x
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Sample Name: NU-LHT-1M 101 300um fraction > 100 pixels

Particles Counted: 2390

User Name: apps
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Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

Elongation RSD (%): 50.41

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Elongation Minimum: 0.001 Elongation D[n, 0.1]: 0.106

Elongation Maximum: 0.877

Elongation D[n, 0.9]: 0.495Elongation Mean: 0.296

Elongation D[n, 0.5]: 0.285

Elongation STDV: 0.149

Elongation Report - Number Distribution

SOP Optic(s) used: 2.5x
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Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: 400 - 500um, Sorted by Intensity Mean, Descending

200 µm Scale 1:100

69.781 68.056

www.malvern.com
Malvern Instruments

Serial Number : MAL800507
Morphologi G2 Ver. 6.02

12 Jul 2007 12:01:20
Record Number: 20
File name: 2118_NASA.vmes



Sample Name: NU-LHT-1M 101 300um fraction > 100 pixels

User Name: apps

Date: 11 July 2007 17:49:52

Edited On: 12 July 2007 11:59:21

Edited: TrueSOP Name: NASA2.5x

Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report

SOP Optic(s) used: 2.5x

Classification: 400 - 500um, Sorted by Intensity Mean, Ascending

200 µm Scale 1:100
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Comments: Greater than 300um fraction manually dispersed

SOP Segmentation: None

SOP Analysis: 3.0 SOP Fill Holes: True

SOP Trash Size: 10

Particle Report
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Classification: 400 - 500um, Sorted by HS Circularity, Ascending

200 µm Scale 1:100
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